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Abstract 

 

For my M.Sc. research, I have prepared CuxCo3-xO4 films with various compositions with x 

values ranging from 0 to 1, in order to optimize their electrocatalytic properties for the oxygen 

evolution reaction. The prepared materials were characterized by X-ray diffraction (XRD), 

scanning electron microscopy (SEM), energy dispersive spectroscopy (EDX), and cyclic 

voltammetry (CV).  

Two methods have been chosen for the preparation of the Cu xCo3-xO4 films, namely the thermal 

decomposition and co-precipitation methods. 

The SEM analysis shows that the prepared electrodes were very porous and the EDX analysis 

proved that there is a good correlation between stoichiometric and EDX-derived copper to 

cobalt ratios. The formation of spinel structure was confirmed by XRD analysis. XRD analysis 

also allowed the lattice parameter of the material to be determined as a function of the 

composition. The increase of the lattice parameter with increase of Cu content, further 

supported the incorporation of Cu in the spinel structure. Cyclic voltammetric experiments were 

carried out on the electrodes prepared by thermal decomposition method. The Cu0.75Co2.25O4 

showed the lowest overpotential for the oxygen evolution reaction in 1M KOH electrolyte. Also 

the electrodes prepared by thermal decomposition method were found to be active for the 

electroreduction of hydrogen peroxide when a 3M NaOH solution containing 0.6M hydrogen 

peroxide solution was used. However, at a given potential Co3O4 has achieved higher current 

density compared to copper substituted cobalt spinel, hence Cu addition did not result in 

enhanced catalytic activity under these conditions. 
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Chapter 1 ï Introduction  

 

1.1. Nanostructured CuxCo3-xO4  as Electrocatalyst 

With the constant increase in energy demand in our modern world, greater, cleaner and more 

reliable energy sources are needed. Today, most of our needs are met by the consumption of 

fossil fuel such as coal, natural gas and petroleum. The overuse of natural resources such as 

petroleum and coal has caused significant adverse environmental effects. The depletion of fossil 

fuels and its adverse effect on the environment stimulates the search for renewable sources of 

energy. However, nonconventional energy sources like solar, wind, waves, geothermal and 

thermonuclear energy cannot contribute significantly to the worldôs current energy needs in their 

current form, due to factors such as cost, state-of-the-art and availability. Thus, the current 

energy crisis presents major challenges and alternative sources of energy should be sought to 

ensure sustainable development while reducing our energy consumption. 

Electrochemical technology is cleaner and can offer environmental protection through 

nonpolluting energy sources. Oxygen evolution reaction (OER) has great importance in 

electrosynthesis, electrowinning, energy conversion and energy storage devices.  

 

O2 + 2H2O + 4 e
-
      4OH

-
        (1.1) [1] 

 

However OER is highly irreversible in aqueous electrolytes and causes substantial energy 

loss in the electrochemical cell. While hydrogen is viewed by many as the energy carrier of the 

future and can be produced by water electrolysis; producing hydrogen from water remains 

expensive and inefficient using non-platinum group metals. This is related to the high 

http://www.google.ca/imgres?imgurl=http://upload.wikimedia.org/wikipedia/commons/thumb/9/96/Equilibrium.svg/50px-Equilibrium.svg.png&imgrefurl=http://en.wikipedia.org/wiki/Wikipedia_talk:Manual_of_Style/Accessibility/Archive_6&h=43&w=50&sz=1&tbnid=TbiobZp_T0gx4M:&tbnh=43&tbnw=50&prev=/search?q=symbol+for+equilibrium&tbm=isch&tbo=u&zoom=1&q=symbol+for+equilibrium&usg=___KfLrzr7O40JkjVJqiet_BIoxPQ=&docid=CWxMZYdmd060IM&hl=en&sa=X&ei=QQJ5UbvKJMKTrQGW9oCYCA&ved=0CEYQ9QEwBA&dur=1046
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overpotential associated with electrolytic evolution of oxygen at the anode [2, 3]. Therefore, it is 

necessary to minimize the anodic overpotential of the oxygen evolution reaction. 

Electrocatalysis involves optimization of electrode processes by choosing appropriate 

electrode materials. The main requirements of the electrode material for OER are high surface 

area, high electric conductivity, good electrocatalytic properties, and minimization of gas bubble 

adhesion and low costs. Among these, the electrocatalytic behavior is the most important 

property, which directly influences the overpotential of the oxygen evolution reaction and hence 

the energy cost of the overall process. It has been demonstrated that nanostructured materials 

with high surface to volume ratio enhance the electron transfer properties at a lower 

overpotential [4 - 7]. 

Transition metal oxides, which can exist in various valency states, exhibit good catalytic 

activity, making them a versatile material for chemical and electrochemical reactions.  Moreover, 

they possess good stability and have been extensively investigated as electrocatalysts to decrease 

the overpotential of the oxygen evolution reaction [8]. 

Among transition metal oxides, spinel oxides form an interesting class of compounds due to 

their remarkable optical, electrical, magnetic and catalytic properties [9 ï 11]. Among spinel type 

oxides, cobalt spinels have received great attention due to their high catalytic activity, larger 

availability, lower cost and their good corrosion stability [12, 13]. 

Spinel oxides of the type MxCo3-xO4 (where M= Ni, Cu, Mn, Zn) possess enhanced 

electrocatalytic activity and stability. These compounds exhibit relatively high conductivity due 

to electron transfer between the cations, with low activation energy due to hopping mechanism. 

Copper substitution was found to possess high stability, good electrochemical property, lower 

cost, and better availability compared to other substitution cations [13 ï 16].  
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In recent years, hydrogen peroxide emerged as an efficient oxidant for liquid-based fuel 

cells [17 - 19]. Hydrogen peroxide is a good candidate for applications such as underwater and 

space power generation where oxygen is not readily available. 

In alkaline medium, at higher pH, 

HO2
-
 + H2O +2e

-
 Ÿ 3OH

-
        (1.2)[20] 

The two-electron reduction reaction of H2O2 requires less activation energy compared to the 

four-electron oxygen reduction reaction. Since the hydrogen peroxide is in liquid form, its 

storage, handling as well as its feeding into the fuel cell is more convenient than gas phase 

oxidants [21]. Noble catalysts like platinum, palladium, silver, gold or combination of these 

metals show an excellent activity towards electroreduction of H2O2, but they are very expensive 

[22 ï 25]. Cobalt oxide spinel has proved to exhibit considerable activity and stability for H2O2 

electroreduction [26, 27]. 

 

1.2.  Our research 

In order to design a suitable material for various applications, it is necessary to understand 

the relationship between morphology, structure, composition and electron transfer properties. In 

this research we have prepared various compositions of copper-cobalt oxide (Co3O4, 

Cu0.25Co2.75O4, Cu0.5Co2.5O4, Cu0.75Co2.25O4, and CuCo2O4) and their electrocatalytic properties 

are correlated to their composition, structure and morphology. Two methods of preparation have 

been chosen for the preparation of the electrodes: co-precipitation and thermal decomposition 

methods. 

The surface morphology of the films was examined with scanning electron microscopy 

(SEM) and composition of the prepared films was analyzed by energy dispersive X-ray 
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spectroscopy (EDX). X-ray diffraction patterns were recorded to determine the film structure. 

The catalytic activity of the prepared electrodes towards oxygen evolution and hydrogen 

peroxide electroreduction reactions was studied by cyclic voltammetry. 

 

1.3.  Structure of thesis 

This thesis is presented in five chapters: chapter 1 gives a brief introduction of CuxCo3-xO4 

electrocatalysts and aim of this research; chapter 2 deals with previous work on eletrocatalysis 

for oxygen evolution reaction, fundamental principles and instrumentation of techniques used in 

this work for the characterization of material, namely - scanning electron microscopy (SEM), 

energy dispersive spectroscopy (EDX), X-ray diffraction (XRD) and cyclic voltammetry (CV). 

Chapter 3 outlines the experimental part of this research. It explains the preparation methods of 

our electrocatalysts and techniques used for the characterization of the prepared materials. 

Chapter 4 presents the experimental results and discussions based on materialôs characterization 

and electrocatalytic activity measurements. Chapter 5 summarizes the conclusions of this thesis 

and proposes future work. 
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Chapter 2:  Theory and background 

2.1. Literature review 

Electrolytic water splitting has received great attention due to its wide range of applications 

in   industry, such as energy conversion and energy storage devices. The overpotential of OER at 

the anode is a major factor limiting efficiency of water electrolysis. A great deal of effort has 

been devoted to design appropriate electrode material for achieving the lowest possible 

overpotential. For example, RuO2 electrode- one of the most active catalyst for OER, achieved 

an overpotential of 0.25V in alkaline medium [28]. 

Numerous electrocatalysts have been proposed to decrease the anodic overpotential of the 

oxygen evolution reaction. The preservation of shape and structural integrity of the electrode has 

great importance with respect to technological and economic considerations.  In 1967, Beer 

succeeded in preparing stable and electroactive oxides of platinum group metals like platinum, 

rhodium, iridium, ruthenium and palladium with titanium oxide or with oxides of other valve 

metals such as tantalum, zirconium and niobium.  These dimensionally stable anodes were 

registered under the trademark of DSA. The discovery of dimensionally stable anodes (DSA) 

revolutionized the chlorine industry. The graphite anodes were replaced by dimensionally stable 

anodes and resulted in increased cell output and decreased power consumption. Later, these 

electrodes were found to possess activity for the oxygen evolution reaction [29, 30]. 

Many transition metal oxides have been investigated as DSA type electrodes. Among these, 

dioxides (eg. IrO2, RuO2/TiO2) [31, 32], spinel (eg. MxCo3-xO4 where M = Cu, Ni or Mn) [33], 

perovskites (eg. La1-xCaxCoO3, La1-xSrxFeO3-y) [34, 35], and pyrochlores (eg. Pb2Ru2O6.5) [36] 
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have been successfully applied as anode coatings in a number of electrolytic processes such as 

oxygen and chlorine evolution reactions.  

Trasatti et al. reviewed the work carried out on the various transition metal oxides for 

oxygen evolution reaction and emphasized that RuO2 and IrO2 are most active, but fairly 

expensive, catalyst  in acid and alkaline media [14, 6]. 

Due to the cost considerations, replacement of precious noble metals is necessary. Spinel 

type cobalt oxides (Co3O4) have emerged as cheaper alternatives to DSA electrodes in alkaline 

media and have shown interesting electrocatalytic activity and stability towards OER [14, 37]. 

The catalytic activity of cobalt oxide can be increased by partial substitution of cobalt ions by 

other 3d-transition metals. A review of cobalt-based spinel oxides has been given by M. 

Hamdani et al. [11]. Among the spinel cobaltites of the type MCo2O4 (M = Cu, Mn, Ni, Zn, etc.), 

copper-substituted cobaltites have the advantage of high stability and catalytic activity with low 

cost and large availability [13, 14]. 

Singh and Singh reported an improved catalytic activity of cobaltites with introduction of Cu 

and Ni. The copper-substituted cobaltites were found to possess higher activity [38]. Marsan et 

al. also observed enhanced catalytic activity with the introduction of copper into the cobalt oxide 

lattice [39]. Similar results were obtained by Nikolov et al. [15]. Angelov et al. and Li et al. 

studied the effect of copper content in the surface structure and the composition of CuxCo3-xO4  

[40, 41] and they found that copper to cobalt ratio at the surface is higher than that of  the bulk.  

The preparation method of oxide influences the physicochemical and electrochemical 

properties. Several methods have been used to prepare spinel cobaltites. These include: thermal 

decomposition [16, 39], sol gel [33, 42, 43], spray pyrolysis [44 - 46], precipitation [38, 47], gel 
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hydrothermal oxidation [48] and electrodeposition [49] methods. Of course, the specific 

parameters used with each of these methods will greatly affect the morphology, final 

composition, structure and stability of the films; hence the importance of controlling the film 

preparation parameters carefully. 

 In order to study the effect of substitution cations in cobalt oxides, R.N.Singh et al. 

prepared MxCo3-xO4 (where M = Cu, Ni, Mn) by the co-precipitation method [38]. Copper 

substituted cobalt oxide (Cu0.5Co2.5O4) was found to possess the highest catalytic activity 

compared to other substitution cations. Whereas MxCo3-xO4 (where M = Cu, Ni) prepared by the 

sol gel method indicated that nickel substituted (NiCo2O4) cobaltites exhibited a higher catalytic 

activity compared to other cobaltites [50]. This is an indication of the effect of the preparation 

method on the properties of the electrode materials.  

2.2. Cobalt spinel structure and properties 

The chemical formula of spinel compounds can be expressed as AB2O4, where A represents 

a divalent cation (A
2+

), which occupies one-eighth of tetrahedral holes, where as the trivalent 

cation (B
3+

) occupies one half of the octahedral holes in a cubic close packed array of oxide 

anions.  The unit cell of the spinel is shown in Fig 2.1 and consists of eight formula units, in 

which there are 32 octahedral and 64 tetrahedral interstices. The inverse spinel structure is 

represented as B(AB)O4, where half of the B cations are in the tetrahedral site and the other half 

occupy octahedral site along with A [14, 51, 52].  
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Fig. 2.1:  Schematic diagram of spinel crystal structure (adapted from reference 53). 

 

Cobalt oxide spinels (Co3O4) adopt normal cubic spinel structure and can be represented as 

Co
2+

(Co
3+

)2O4. Some of the Co
2+

 sites in the spinel can be substituted by foreign divalent metal 

ions, producing a binary spinel oxides of the type MxCo3-xO4 (where M= Ni, Cu, Mn, Zn) with 

enhanced electrocatalytic activity. These compounds possess a relatively higher conductivity. 

The conductivity in these materials is achieved by movement of carriers along octahedral sites. 

Spinels are always associated with excess oxygen atom, hence a part of M
3+

 atoms are 

converted to M
4+

 with the formation of conductivity chain.  

M
4+

 
    

 
     

M
3+     

+   hole         (2.1) 

Thus substitution of octahedral site is expected to increase the conductivity of the material [14, 

54]. 

http://www.google.ca/url?sa=i&rct=j&q=crystal+structure+of+spinel&source=images&cd=&cad=rja&docid=duzZl0wzP1TdHM&tbnid=YWIEbFm-ZRhYqM:&ved=0CAUQjRw&url=http://www.sciencedirect.com/science/article/pii/S0304885308011141&ei=6FZ_UdafFunVyAHa0oHYDA&bvm=bv.45645796,d.aWc&psig=AFQjCNH3Zq2XmXEzmNQyjjPKAxs9rx2YWQ&ust=13673860398503
http://www.google.ca/imgres?imgurl=http://upload.wikimedia.org/wikipedia/commons/thumb/9/96/Equilibrium.svg/50px-Equilibrium.svg.png&imgrefurl=http://en.wikipedia.org/wiki/Wikipedia_talk:Manual_of_Style/Accessibility/Archive_6&h=43&w=50&sz=1&tbnid=TbiobZp_T0gx4M:&tbnh=43&tbnw=50&prev=/search?q=symbol+for+equilibrium&tbm=isch&tbo=u&zoom=1&q=symbol+for+equilibrium&usg=___KfLrzr7O40JkjVJqiet_BIoxPQ=&docid=CWxMZYdmd060IM&hl=en&sa=X&ei=QQJ5UbvKJMKTrQGW9oCYCA&ved=0CEYQ9QEwBA&dur=1046
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Spinels of the type Cu xCo3-xO4 are one the most active oxide [4, 11, 14, 38]. When the 

amount of copper content x > 0.2 in Cu xCo3-xO4, a transition from normal spinel to inverse 

spinel occurs and can be represented as 

Co
2+

1-xCu
2+

x-yCo
3+

y (Co
3+

2-y Cu
2+

y) O4 

where x is the relative copper content in the spinel and y is copper content occupied in the 

octahedral sites of the spinel .The ionic radii of Co
2+ 

are 58pm in tetrahedral and 52.5pm in 

octahedral sites, whereas the ionic radii of Cu
2 + 

are 57pm in tetrahedral site and 73pm in 

octahedral site. The difference in the radius at two sites is 5.5pm for cobalt and 16pm for 

copper. So an increase in the lattice parameter is expected with addition of copper [47, 55].  In 

spinel oxides, the mixed valences of cations contribute to the reversible adsorption of oxygen by 

providing donor acceptor sites for chemisorption [4]. 

 

2.3. Scanning electron microscope (SEM) 

 

Scanning electron microscopy is a powerful technique in the analysis of organic and 

inorganic materials. It provides topographic and morphological information, which is necessary 

to understand the behavior of surfaces.  

2.3.1. The principle of scanning electron microscopy 

In scanning electron microscopy, the electron beam interacts with specimen and the signals 

produced contain information about the composition and morphology of the sample. The 

electron beam is focused into a small probe and rastered across the surface of a specimen. Due to 

the large depth of the field, it provides a three dimensional appearance to the images [56]. 
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2.3.2. Instrumentation 

A schematic of a scanning electron microscope is shown in the Fig. 2.2. The electron beam 

is emitted from an electron gun. The two condenser lenses decrease the crossover diameter of the 

electron beam .The objective lens focuses the electron beam as a probe and the deflection system 

cause the beam to move over the specimen and a rectangular raster is generated. The 

magnification is determined by the ratio of the raster on the viewing screen to the corresponding 

length of the raster on the specimen being scanned.  

As the high-energy beam interacts with the specimen, they produce elastic or inelastic 

scattering. Elastic scattering results from the scattering of the incident electrons by atoms in the 

specimen and deflected from the specimen at a large angle. These electrons are called 

backscattered electrons and are useful for the formation of compositional contrast. Inelastic 

scattering produces secondary electrons, which deflect at a small angle and are responsible for 

topographic contrast. These electrons are detected by an Everhart-Thornley detector, amplified 

and then displayed on a screen [56, 57]. Fig 2.3 shows the photograph of scanning electron 

microscope used in this work. 
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Fig. 2.2: Schematic drawing of the structure of scanning electron microscope (adapted from 

reference 56). 

 

 

 

 

Fig. 2.3: Picture of the loading chamber of the scanning electron microscope (SEM = FEI, 

QUANTA 3D PEG) used in this work.   

Scan generator 
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2.4. Energy dispersive X-ray spectroscopy (EDX) 

Energy dispersive X-ray spectroscopy is a powerful analytical technique used for elemental 

analysis. EDX systems are commonly a part of the scanning electron microscope or 

transmission electron microscope. It uses a primary electron beam to generate characteristic    

X-rays from the sample. 

2.4.1. Principle of Energy dispersive X-ray spectroscopy (EDX) 

EDX relies on the principle that each element has a unique atomic structure and produces a 

characteristic X-ray spectrum. When a high energy radiation strikes a specimen, it generates   

X-ray radiation with a range of wavelength called continuous X-rays or white X-rays, with a 

sharp intensity maxima at certain wavelengths, superimposed on the continuous spectrum as 

shown in the Fig. 2.4. These intensity maxima are characteristic of the specimen. The energy of 

the radiation is high enough to knock out an electron from the inner shell, and the inner electron 

vacancy is filled by an outer shell electron and a characteristic X-ray is generated. The energy of 

the emitted radiation is equal to the difference in the amount of the energy of the two shells, 

which is the characteristic of the particular atom [56, 57]. The high energy of electrons allows 

them to escape the sample from a depth of about 300 nm.  

The atom consists of a nucleus, at the centre, and the electrons lying in various shells like 

K, L, M etc., surrounding the nucleus. The designation of shells as K, L, M... corresponds to the          

principal quantum numbers n = 1, 2, 3é, respectively. The vacancy created in the shell can be 

fill ed in by an electron from any of the outer shells and a characteristic radiation is emitted. For 

example, a vacancy in the K shell can be filled in by an electron from an L shell or M shell, and 

the emitted X-ray can be assigned as KŬ and Kɓ X-rays, respectively. The intensity of KŬ X-
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rays are higher than the Kɓ, as the probability of filling the K shell by an electron from the L 

shell is much higher than the possibility of filling it by an electron from the M-shell [58]. 

 

Fig.  2.4: X-ray emission spectrum (adapted from reference 51). 

 

2.4.2. Instrumentation 

In an EDX system, the electron beam interacts with an inner electron of the specimen 

ejecting an electron of the shell. The X-ray photons from the sample are collected by the 

detector and produce electronïhole pairs. The Si (Li) is the most commonly used detector in 

EDX system. The preamplifier converts these electron-hole pairs into a voltage pulse and the 

signal is further amplified by a linear amplifier. The amplified signal reaches a computer X- ray 
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analyzer and it is represented as a histogram of intensity as a function of voltage [56]. A 

schematic representation of the energy dispersive spectroscope is shown in the Fig. 2.5.  

 

Fig. 2.5: Schematic representation of energy dispersive spectroscope (adapted from reference 

56). 

2.5. X-ray diffraction (XRD)  

X-ray diffraction was discovered by Von Laue in 1912 and since then, this technique has 

been widely used for material characterization. X-ray diffraction is an effective method for 

elucidating the crystal structure of materials. It has great importance in science and industry. 

2.5.1. Principle of X-ray diffraction  

Crystalline materials possess a regular arrangement of atoms, ions or molecules with 

interatomic distance of the order of 100 pm. Since the spacing between planes is of the same 

Liquid Nitrogen Dewar 
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order as that of the wavelength of the X-rays, they produce diffraction patterns. The X-ray 

beams diffracted from the crystal plane interfere constructively when the path length difference 

between the two diffracted beams is equal to an integral number of wavelengths. From Fig 2.6, 

it follows that the path difference between the two reflected rays (EF+FG) is equal 2dhklsinɗ. 

According to the Braggôs condition,  

2dhklsinɗ = nɚ            (2.2) 

 where ɚ is the wavelength of the incident wave and n is an integer. The spacing between the 

atomic planes (dhkl) of a crystal can be calculated by knowing the incident angle at which 

constructive interference occurs and the wavelength (ɚ) of the incident beam. For a cubic crystal, 

the lattice parameter (a0) is calculated from the plane spacing (dhkl) using the following relation: 

a0 = d (h
2
 + k

2
 + l

2
)
1/2 

          (2.3) 

where h, k and l are Miller indices, representing a series of parallel planes in a crystal with a 

spacing of dhkl [51, 58]. 
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Fig. 2.6:  Bragg reflection from a set of crystal planes (adapted from reference 51).  

 

2.5.2. Instrumentation 

In a diffractometer, the intensity of a diffracted beam is measured as a function of 

diffraction angle (2ɗ). The diffractometer consists of an x-ray source, sample and detector. 

Geometric arrangement of the X-ray diffractometer is shown in the Fig. 2.7. X-rays, produced 

from the X-ray tube, are diffracted from the sample and form a convergent diffracted beam. The 

special slits in the diffractometer (Soller slits are the most commonly used) collimate the 

incident and diffracted beams. The diffracted beams pass through the monochromatic filter 

before reaching the detector in order to suppress the wavelengths, except for the KŬ radiation 

and to decrease the background radiation originating in the specimen. The intensity of the 

diffracted beam is measured directly by the detector in a range of 2ɗ [57, 58]. XRD patterns 

were collected on the Bruker AXS D2 Phaser diffractometer, is shown in the Fig. 2.8. 
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Fig. 2.7: Geometric arrangement of X-ray diffractometer (adapted from reference 57). 

 

Fig. 2.8:  Picture of the Bruker AXS  D2 Phaser diffractometer used in this work.  
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2.6. Cyclic Voltammetry 

 

Cyclic voltammetry has become a popular technique in obtaining information about 

complicated electrode reactions. Cyclic voltammograms are graphical representations of the 

current as a function of potential difference between reference and working electrodes. When the 

electroactive species is present, the current will be recorded, as the applied potential becomes 

sufficiently negative or positive. 

2.6.1. Principle of Cyclic voltammetry 

The analyte of interest needs to be redox active within the experimental window. The 

potential is swept in a linear manner to the set potential and then reversed. The oxidation or 

reduction of the material at or near the working electrode results in the generation of the current. 

During the anodic sweep, the applied potential increases and the current has a positive sign, 

while during the cathodic sweep the applied potential decreases and the current has a negative 

sign. The analysis of the current response can give information about electron transfer 

mechanisms at the electrode solution interface. 

The reversible equilibrium reaction at the electrode can be represented as  

Oxidant  +  ne
-1  

   Reductant        (2.4) 

The current associated with the transfer of electrons by an oxidation or reduction process is 

known as faradaic current. At the interface between electrode and electrolyte, there exists a 

segregation of positive and negative charges. Due to the presence of oppositely charged 

supporting electrolyte, adjacent to the electrode, a capacitive charging current (jcap) is generated 

as the potential changes. This capacitive charging current is proportional to the scan rate. 

http://www.google.ca/imgres?imgurl=http://upload.wikimedia.org/wikipedia/commons/thumb/9/96/Equilibrium.svg/50px-Equilibrium.svg.png&imgrefurl=http://en.wikipedia.org/wiki/Wikipedia_talk:Manual_of_Style/Accessibility/Archive_6&h=43&w=50&sz=1&tbnid=TbiobZp_T0gx4M:&tbnh=43&tbnw=50&prev=/search?q=symbol+for+equilibrium&tbm=isch&tbo=u&zoom=1&q=symbol+for+equilibrium&usg=___KfLrzr7O40JkjVJqiet_BIoxPQ=&docid=CWxMZYdmd060IM&hl=en&sa=X&ei=QQJ5UbvKJMKTrQGW9oCYCA&ved=0CEYQ9QEwBA&dur=1046


 
 

19 
 

jcap/A = (dQ/dt)1/A = Cdl(dE/dt) = Cdlv        (2.5) 

where Cdl is the capacitance of the double layer per unit area, Q is the charge, E is the potential, t 

is the time, A is the area of the working electrode and v is the scan rate [59, 60]. 

2.6.2. Roughness factor (RF) 

The roughness factor can be defined as the real surface area per unit geometric area. 

RF = A/Ag            (2.6) 

 where RF represents roughness factor, A the real surface area and Ag the geometric surface area 

[59, 61]. This parameter is very important when dealing with high surface area materials, such as 

porous or nanostructured electrodes. 

Cyclic voltammetry can be used to determine the roughness factor of electrodes. Cyclic 

voltammograms are recorded in a narrow potential region, where such capacitive current is 

measured at different sweep rates. The charging current density in the middle of the potential 

region is plotted as a function of scan rate and from the slope of the linear plot, the double layer 

capacitance is calculated [38, 39].   

Cdl = dicap  /d(Ö E/Öt)           (2.7) 

where Cdl is the double layer capacitance, ÖE/dt is the scan rate and icap is the current density. 

The double layer capacitance of a smooth surface is assumed to be 60µFcm
-2

. The double layer 

capacitance of iodide at Hg and AgI solution interface has been established as 30µFcm
-2

. 

Devnathan et al. have measured the double layer capacitance on mercury using electrocapillarỳ 

measurements for mercury in potassium iodide solution. The differential capacitance of oxide-

aqueous solution interface at the near point of zero charge (pzc) is close to that of Hg and AgI 
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solution interface. Capacities on positively and negatively-charged oxide surfaces are more 

symmetrical for oxide-aqueous solution, whereas higher capacity is observed for Hg and AgI 

solution interface at positive side.  

The roughness factor for a sample of unknown roughness is calculated from the ratio of Cdl 

of the sample and Cdl of a smooth oxide surface [61 ï 63]. 

2.6.3. Instrumentation 

The basic components for a cyclic voltammetry experiment are the potentiostat, the 

computer and the electrochemical cell. The electrochemical cell usually consists of an electrolyte 

(salt and solvent), and one or more electroactive species. A three-electrode system is used for the 

all of our electrochemical experiments: working electrode, reference electrode, and counter 

electrode (auxiliary electrode). The potentiostat measures the potential difference between the 

working electrode and reference electrode and applies current through the counter electrode. The 

reaction of interest takes place at the working electrode.  

The reference electrode provides a stable potential and the potential of the working electrode 

is measured against the reference electrode. The most commonly used reference electrodes in 

aqueous medium is the silver/silver chloride (Ag/AgCl) electrode. The half-cell reactions can be 

written as:  

AgCl(solid)   +  e
-1

     Ag(solid)   +   Cl
-1 

(solution)       (2.8) 

Another commonly used electrode in aqueous solution is the calomel reference electrode and the 

corresponding half-cell reaction is represented as [59, 60]: 

http://www.google.ca/imgres?imgurl=http://upload.wikimedia.org/wikipedia/commons/thumb/9/96/Equilibrium.svg/50px-Equilibrium.svg.png&imgrefurl=http://en.wikipedia.org/wiki/Wikipedia_talk:Manual_of_Style/Accessibility/Archive_6&h=43&w=50&sz=1&tbnid=TbiobZp_T0gx4M:&tbnh=43&tbnw=50&prev=/search?q=symbol+for+equilibrium&tbm=isch&tbo=u&zoom=1&q=symbol+for+equilibrium&usg=___KfLrzr7O40JkjVJqiet_BIoxPQ=&docid=CWxMZYdmd060IM&hl=en&sa=X&ei=QQJ5UbvKJMKTrQGW9oCYCA&ved=0CEYQ9QEwBA&dur=1046


 
 

21 
 

1/2Hg2Cl2(solid)   +    e
-1

     Hg(liquid)   +   Cl
-1 

(solution)      (2.9) 

 

Fig.2.9. A typical cyclic voltammogram for redox species in solution (Ep
c
 = peak cathodic 

potential, Ep
a
 = peak anodic potential, Ip

c
= peak cathodic current and Ip

a
= peak anodic current) 

(adapted from reference 64).  

 

 

 

 

 

 

 

 

 

 

http://www.google.ca/imgres?imgurl=http://upload.wikimedia.org/wikipedia/commons/thumb/9/96/Equilibrium.svg/50px-Equilibrium.svg.png&imgrefurl=http://en.wikipedia.org/wiki/Wikipedia_talk:Manual_of_Style/Accessibility/Archive_6&h=43&w=50&sz=1&tbnid=TbiobZp_T0gx4M:&tbnh=43&tbnw=50&prev=/search?q=symbol+for+equilibrium&tbm=isch&tbo=u&zoom=1&q=symbol+for+equilibrium&usg=___KfLrzr7O40JkjVJqiet_BIoxPQ=&docid=CWxMZYdmd060IM&hl=en&sa=X&ei=QQJ5UbvKJMKTrQGW9oCYCA&ved=0CEYQ9QEwBA&dur=1046
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Chapter 3: Experimental Techniques 

 

 3.1. Preparation of Cu xCo3-xO4 

  The preparation method influences particle size, shape and surface chemistry of the materials 

[65]. In this work, thermal decomposition of mixed nitrate precursors and co-precipitation of 

metal sulfate are adopted for the preparation of copper-cobalt oxide spinel (Cu xCo3-xO4) with x 

values ranging from 0 to 1. 

3.1.1. Thermal decomposition method 

  The thermal decomposition method is a successful method for the preparation of CuxCo3-xO4 

with high x values (x > 0.7) [16, 36, 44]. The salt precursor was prepared by dissolving Co 

(NO3)2.6H2O (A.C.S Sigma Aldrich Ó 98%) and Cu (NO3)2. 3H2O (Sigma Aldrich 99.0% - 

100.5%) in a solvent mixture of isopropanol: ultrapure water in (4:1) ratio.  These nitrate salt 

solutions, mixed in an appropriate molar ratio (x = 0, 0.25, 0.5, 0.75, 1) with 9 drops of   Triton 

X-100 and directly deposited on a fluorine doped tin oxide coated transparent conductive glass 

(FTO coated glass). The solvent was evaporated by heating at 60ºC and subsequently calcined 

at 300ºC for ten minutes. Multiple oxide layers were prepared by repeating the procedure, and a 

final annealing step was carried out at 300ºC for one hour [39, 66].  
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3.1.2. Co-precipitation method  

According to Goldstein and Tseung, the hydroxide co-precipitation method could achieve 

high surface area spinel catalyst [65]. Sulfates of metals (CoSO4.7H2O Analar BDH and CuSO4. 

5H2O Analar BDH) were dissolved in distilled water and mixed in stoichiometric amounts (x= 0, 

0.25, 0.5, 0.75, 1). The solution was kept at 70ºC with pure oxygen bubbling. When the solution 

is saturated with oxygen, 5M NaOH (Ó98% Sigma Aldrich) was added slowly until the pH of the 

solution reached 11. The reaction mixture was held for one hour under these conditions.  The 

precipitate was filtered, washed and dried in air and heated at 350ºC for 1hour. The obtained 

oxide powder was mixed with a 9 drops of 5% Triton X-100 to obtain a slurry and that was 

subsequently deposited on transparent conductive glass (FTO). The resulting film was heated at 

360ºC for one hour to get an adherent oxide film. This process was repeated to get enough oxide 

loading [38].  

3.2. Characterization of samples 

The surface morphology of the films was examined with a scanning electron microscope 

(SEM = FEI, QUANTA 3D PEG) and the composition of the prepared films were analyzed by 

energy dispersive X-ray spectrometry (EDX = EDAX GENESIS). Karen Rethoret (EM 

laboratory technician) provided assistance and training for the use of SEM and EDX. X-ray 

diffraction patterns were recorded with a X-ray diffractometer (Bruker AXS D2 phaser) using Cu 

kŬ radiation of wavelength 0.15418 nm. This instrument is located in the X-ray powder 

diffraction lab at the University of Toronto and Dr. Srebri Petrov performed the measurements 

and data analysis. X-ray diffraction measurements were carried out using Cu kŬ radiation. Ni-
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filter has been used to eliminate Cu Kɓ radiation. High-resolution Solid State Lynxeye XE has 

been used as a detector and the Reitveld method was utilized for data refinement. 

Cyclic voltammetry studies were carried out in a cylindrical Teflon cell in 1M KOH, and the 

potentials of the working electrode were measured against the SCE. Platinum wire was used as 

the counter electrode. The geometrical area of the electrode used in the studies was 0.50cm
2
. 

Cyclic voltammograms were recorded at a scan rate of 50mVs 
-1

. 

Catalytic activity of the prepared electrodes for the electroreduction of H2O2 was assessed 

using cyclic voltammetry. Cyclic voltammograms were recorded at room temperature using 3M 

NaOH containing 0.6M H2O2 at a scan rate of 5mVs 
-1

. All measurements were performed in a 

cylindrical Teflon cell. Platinum wire and SCE were used as counter and reference electrodes, 

respectively. 

The electrochemical surface area of the CuxCo3-xO4 electrodes was determined from double 

layer charging curves using cyclic voltammetry in a small potential region of -0.10mV to 

10mV(SCE) in 1M KOH. The cyclic voltammograms were recorded at different scan rates and 

the charging current density was plotted as a function of scan rate.  
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Chapter 4:  Results and discussions 

This chapter will present the results obtained during our research. Firstly the surface 

morphology of films prepared by thermal decomposition and co-precipitation method are 

discussed through SEM micrographs. Secondly EDX analysis results are discussed to study 

composition of the materials. Subsequently structure analysis results obtained from X-ray 

diffraction analysis are presented. Finally cyclic voltammetry results for oxygen evolution 

reaction and electroreduction of H2O2 are presented for the films prepared by thermal 

decomposition method.  

4.1. Film morphology ï scanning electron microscopy (SEM) 

The surface texture of the CuxCo3-xO4 electrodes, prepared by thermal decomposition 

method and co-precipitation method at various x values (x= 0, 0.25, 0.5, 0.75, 1), were analyzed 

by scanning electron microscopy.   

SEM micrographs of various compositions of cobalt spinels provided information on the 

nature of the surface of the electrodes and offer a better understanding of the variations in the 

properties of the surface as a result of the addition of copper. 

    Two magnification values were chosen to report the morphology of the samples.SEM 

micrographs of Cu-Co oxides, prepared by co-precipitation method, are shown in Fig. 4.1. The 

oxides consist of indefinite flake shaped grains and no obvious difference in the morphology 

was observed with the variation of copper content. The grains are approximately 100 nm in size 

and the surface is very porous for all the compositions studied. 
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Fig. 4.1: SEM micrographs of a) and b) Co3O4, c) and d) Cu0.25Co2.75O4, e) and f) Cu0.5Co2.5O4, 

g) and h) Cu0.75Co2.25O4, i ) and j) CuCo2O4 prepared by co-precipitation method. Two 

magnification values were chosen for each samples as noted on the micrographs namely 

10,000x (micrographs a), c), e), g) and i)) and 60,000x (micrographs b), d), f), h) and j)).  

i) 

j) 
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    Fig. 4.2 shows the SEM micrographs of Cu-Co oxides prepared by the thermal decomposition 

method. In contrast with the case of the co-precipitation method, the SEM micrographs of the 

samples prepared by thermal decomposition show variations in their surface morphology with 

copper substitution. 

    The surface morphology of Co3O4 (Fig. 4.2 a) and b)) shows that grains were rather flat with 

a mean size of about 1-2µm. Copper substitution resulted in the formation of fine grains of Cu-

Co oxides in the form of platelets that are oriented preferentially perpendicular to the surface, 

which may lead to an increased porosity of the oxide film. At higher copper substitution (x = 

0.5) the surface appears more homogeneous, grains were uniformly covering the substrate and 

porosity appears to have further increased. In general, the size of Cu-Co oxide grains was found 

to be smaller than that of the pure Co3O4. The former is also observed to be quite anisotropic.    

 

a) 



 
 

32 
 

 

 

 

b) 

c) 



 
 

33 
 

 

 

 

d) 

e) 



 
 

34 
 

 

 

 

f) 

g) 



 
 

35 
 

 

 

 

h) 

i) 



 
 

36 
 

 

Fig. 4.2: SEM micrographs of a) and b) Co3O4; c) and d) Cu0.25Co2.75O4; e) and f) 

Cu0.5Co2.5O4; g) and h) Cu0.75Co2.25O4; and i) and j)CuCo2O4 prepared by thermal 

decomposition method. Different magnification values, namely ca. 2,500x (micrographs a)), 

10,000x (micrographs c), e), g) and i)) and ca. 60,000x (micrographs b), d) f) h) j)), were 

chosen for each sample as noted on the micrographs.   

 

4.2. Film composition - energy dispersion X-ray spectroscopy (EDX) 

 

Energy dispersive X-ray spectroscopy is a powerful analytical technique for chemical 

analysis and is a useful tool to study the composition of the specimen. The analysis of           

CuxCo3-xO4 electrodes could provide information about the composition of copper cobalt 

oxides and the correlation between the stoichiometric and EDX elemental composition.  

j) 
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The elemental analysis of the CuxCo3-xO4 electrodes prepared by co-precipitation 

method is shown in the Fig.4.3 (a - e). The stoichiometric copper to cobalt ratio and the ratio 

obtained by the EDX analysis are listed in the Table 4.1. A good correlation exists between 

the stoichiometric and EDX copper to cobalt ratio for all the compositions prepared by co-

precipitation method. EDX spectra of CuxCo3-xO4 prepared by the co-precipitation method 

indicate the presence of sulfur. It could be due to the incomplete removal of sulfates during 

the washing of the precipitate, which was originally presented as sulfates of metals.  

EDX analysis of the electrodes prepared by thermal decomposition method is 

summarized in the Table 4.2. Thermal decomposition method also shows a good agreement 

between the stoichiometric and EDX ratio, even though copper cobalt ratio is slightly higher 

than stoichiometric ratio. The EDX spectra of CuxCo3-xO4 prepared by thermal 

decomposition method exhibits additional peaks of tin as it is deposited on fluorine doped tin 

oxide glass, are shown in the Fig. 4.4 (a ï e).  
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Fig. 4.3: EDX spectra of a) Co3O4, b) Cu0.25Co2.75O4, c) Cu0.5Co2..5O4, d) 

Cu0.75Co2.25O4, and e) CuCo2O4 prepared by co-precipitation method.  
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Fig. 4.4: EDX spectra of a) Co3O4, b) Cu0.25Co2.75O4, c) Cu0.5Co2..5O4, d) Cu0.75Co2.25O4, 

and e) CuCo2O4 prepared by thermal decomposition method.  
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Table 4.1: Stoichiometric and EDX copper - cobalt ratio of the Cu xCo3-xO4 electrodes prepared 

by co-precipitation method. 

Stoichiometric 

Cu/Co ratio 

(Cu/Co)EDX  (Co-

precipitation method) 

± 17% 

Expected 

Composition of the 

electrode  

Composition of the 

electrode according to 

EDX measurement 

 

0.00 0.00 Co3O4 Co3O4 

0.09 0.10 Cu0.25Co2.75O4 Cu0.28Co2.72O4 

0.20 0.23 Cu0.5Co2.5O4 Cu0.5Co2.5O4 

0.33 0.39 Cu0.75Co2.25O4 Cu0.84Co2.16O4 

0.50 0.54 CuCo2O4 Cu1.05Co1.95O4 

 

Table 4.2: Stoichiometric and EDX copper ï cobalt ratio of the Cu xCo3-xO4 electrodes prepared 

by thermal decomposition method. 

Stoichiometric 

Cu/Co ratio   

(Cu/Co)EDX   

(Thermal 

decomposition method) 

± 17% 

Expected 

Composition of 

the electrode  

Composition of the 

electrode according to 

EDX measurement 

0.00 0.00 Co3O4 Co3O4 

0.09 0.11 Cu0.25Co2.75O4 Cu0.30Co2.70O4 

0.20 0.26 Cu0.5Co2.5O4 Cu0.62 Co2.38O4 

0.33 0.38 Cu0.75Co2.25O4 Cu0.83Co2.17O4 

0.50 0.54 CuCo2O4 Cu1.11Co1.89O4 
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 For the co-precipitation method, samples with x value greater than 0.5, EDX copper-cobalt 

ratio tend to exceed what is expected based on the stoichiometry of the solution. The thermal 

decomposition method yielded a larger copper to cobalt EDX ratio with the addition of copper.   

The error in the EDX measurement may arise from the homogeneity of the material. In order 

to evaluate this error, copper cobalt ratio was measured at different spots of the same sample 

(CuCo2O4) and the standard deviation and relative error were calculated. Both thermal 

decomposition method and co-precipitation method shows a relative error of 17%.   

The error, which may be generated during the preparation of the solution, will  also affect the 

final composition of the CuxCo3-xO4 electrode.  However, the error calculation shows that for the 

co-precipitation and thermal decomposition methods the resulting errors on the Cu/Co ratio are 

between 0.7 and 1.7%, and between 2.5 and 5.1%, respectively (see Tables A4 and A6 in the 

appendix). This indicates that the majority of the error is inerrant to the EDX method and 

possible inhomogeneity of the material.   

However, it is not possible to confirm with EDX if Cu is actually being substituted in the 

spinel structure. This was investigated using x-ray diffraction and the results are presented in the 

next section.  

4.3. Film structure  X-ray diffraction  

X-ray diffraction is a powerful technique for elucidating the structure of crystalline materials 

and determining the atomic arrangement in space with high precision. X-ray diffraction analysis 

of CuxCo3-xO4 electrodes reveals the structure of the material and provides information on how 

addition of copper affects the structure of the Co3O4 lattice. 
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The X-ray diffraction pattern of Co3O4 and Cu0.5Co2.5O4, prepared by the co-precipitation 

method, are given in Fig. 4.5. The circles in the plot represent the experimental data obtained 

from the sample (labeled 1). The curve along these circles was obtained after refinement. The 

extracted peaks are shown below this curve (labeled 2). The bottom line represents the 

discrepancies between this curve and the experimental data (labeled 3). Using the Reitveld 

method it is possible to identify the presence of other phase present in the samples as shown in 

Fig. 4.5 b).  

XRD pattern of Co3O4 displays characteristic peaks of the cubic spinel structure with space 

group Fd3m .The peaks can be indexed to the planes of cobalt spinel, namely (220), (311), (222), 

(400), (422), (511) and (400).  XRD patterns of Cu0.5Co2.5O4 show the evidence for the formation 

of CuO crystalline phase along with spinel structure. The extracted peaks of CuO are shown by 

the curve (4). The lattice parameter (a0) was calculated from the d spacing of the highest 

intensity plane (311) using the formula: 

a0 = d (h
2
 + k

2
 + l

2
)
1/2 

       Where h, k, l are Miller indices. The lattice parameters of Co3O4 and Cu0.5Co2.5O4 are 

8.092 Ñ 0.007 Å and 8.099 Ñ 0.007 Å
 
respectively. A small increase in the lattice parameter 

supports the incorporation of some copper in the spinel lattice of Co3O4.  The error associated 

with the lattice parameter was calculated using the standard deviation of two sets of experimental 

values obtained by Reitveld refinement.  

The cobalt spinel lattice accommodates copper ions forming a solid solution until it becomes 

oversaturated. At the oversaturation, a new phase of CuO segregate, which act as resistive phase 

in the spinel structure; decrease the electrocatalytic activity of the electrode [14]. The X-ray 
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analysis of Cu0.5Co2.5O4 indicates the formation of 2.8 ± 0.7% CuO crystalline phase along with 

spinel structure. The error associated with the percent of CuO was determined by performing the 

Reitveld analysis several times (three times) with slightly different parameters (see section A.3 in 

the appendix). 
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Fig. 4.5: XRD patterns of a) Co3O4 and b) Cu0.5Co2.5O4 prepared by Co-precipitation method. 

Note that in (b) 2.8 ± 0.7% of monoclinic CuO is detected.  

 

XRD patterns of Cu xCo3-xO4 electrodes prepared by thermal decomposition method are 

shown in Fig.4.6. All the samples exhibit characteristic peaks assigned to the spinel structure. 

CuCo2O4 sample has additional peaks from CuO crystalline phase and this corresponds to the 

sample containing 9.8 ± 0.6% of CuO (Fig. 4.6 e)). The error associated with the percent of CuO 

was determined by performing the Reitveld analysis several times (three times) with slightly 

different parameters (see section A.3 in the appendix). 
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Fig. 4.6:  XRD patterns of (a) Co3O4  (b) Cu0.25Co2.75O4, (c) Cu0.5Co2.5O4, (d) 

Cu0.75Co2.25O4, and (e) CuCo2O4 prepared by thermal decomposition method. 

  

The lattice parameter calculation indicates an increase in the lattice parameter with the 

increase of copper content, which would explain the substitution of cobalt ions by copper ions in 

the spinel lattice. The a0 values for different x values are listed in the Table 4.3. In thermal 

decomposition method, the error associated with the lattice parameter ranges from ±0.002 ¡ to 

±0.009 ¡, which is estimated by calculating the standard deviation of two set of lattice parameter 

values obtained by the Reitveld refinement method.  

La Rosa et al. reported the lattice parameters of Cu xCo3-xO4 films on titanium support 

prepared by thermal decomposition method [16]. In Fig. 4.7, a graph is plotted between the 

lattice parameter constant and copper-cobalt ratio of Cu xCo3-xO4 electrodes, and is compared to 
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the lattice parameter obtained by La Rosa et al. The slope obtained from the linear regression of 

the graph shows that La Rosa et al. obtained a higher slope (0.082 ± 0.019 ¡) compared to the 

slope (0.060 ± 0.020 ¡) obtained in this work. This may indicate a higher incorporation of 

copper in the spinel lattice prepared by La Rosa et al. [16].  

 

Table 4.3: The lattice parameter of Cu xCo3-xO4 electrode prepared by thermal decomposition 

method  

Composition 

 

Lattice parameter (¡) 

 

Co3O4  8.084 Ñ 0.003 

Cu0.25Co2.75O4 8.099 Ñ 0.002 

Cu0.5Co2.5O4 8.106 Ñ 0.003 

Cu0.75Co2.25O4 8.108 Ñ 0.003 

CuCo2O4 8.114 Ñ 0.009 
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Fig. 4.7: Graphical representation of (Cu/Co)EDX  ratio  in Cu xCo3-xO4 as a function of lattice 

parameter for (a) the lattice parameter of the prepared film (Cu xCo3-xO4 ) in this work, and  (b) 

the lattice parameter of the Cu xCo3-xO4 films prepared by La Rosa et al [16]. 

 

However, one should note that the lattice parameters for pure cobalt oxide vary for both 

series of samples. According to JCPDS-ICDD 9-418 the lattice parameter of pure Co3O4 is   

8.084 Å. A similar lattice parameter of 8.084 ± 0.003 Å was obtained in this work. La Rosa et al. 

obtained a higher lattice parameter (8.093Å). This increase in the lattice parameter may be due to 

the influence of the titanium support on the crystallographic properties of the oxide.  
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Table 4.4: Percent of CuO detected in the Cu xCo3-xO4 electrode prepared by co-precipitation and 

thermal decomposition methods. 

Composition of the 

electrode 
Percentage of CuO 

 (Co-precipitation 

method) ± 0.7% 

Percentage of CuO 

 (Thermal  

decomposition 

method) ± 0.6% 

Co3O4 ND
1
 ND

1
 

Cu0.25Co2.75O4 NM
2
 ND

1
 

Cu0.5Co2.5O4 2.8 ND
1
 

Cu0.75Co2.25O4,  NM
2
 ND

1
 

CuCo2O4 NM
2
 9.8 

1
ND: not detected 

2
ND: not measured 

 

Based on the data presented and discussed so far, it was found that the electrodes prepared 

by thermal decomposition method possess a single phase spinel structure up to an x value of 

0.75. The unit cell expansion with the addition of copper explains the effective incorporation of 

copper into the spinel lattice and support the formation of a solid solution.  

The XRD analysis of Cu0.5Co2.5O4 electrode (x = 0.5) prepared by co-precipitation method 

indicated the evidence of diffraction lines of characteristic monoclinic CuO phase along with 

spinel structure, which suggests that the thermal decomposition method can incorporate a higher 

amount of copper than the co-precipitation method. One can see that there are sharp differences 

in the mean particle sizes of the second phase (CuO) in both samples. In the sample Cu0.5Co2.5O4, 
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prepared by co-precipitation method, the peaks corresponding to CuO phase appears sharper, 

which resulted from the large mean particle size of CuO (95 nm), while in CuCo2O4, prepared by 

thermal decomposition method, the peaks are broadened due to the small particle size of CuO 

particles (6 nm).  

 Also the electrodes prepared by thermal decomposition method were shown to be stable in 

solution environment. The samples prepared via co-precipitation method were unstable in 

solution; significant material lost was observed over a short time after immersion in the 

electrolyte, most likely due to a poor adhesion even after annealing. Hence the electrochemical 

characterization will be performed using the samples prepared by the thermal decomposition 

method.  

4.4. Surface Area characterization and Electrocatalytic behavior - cyclic voltammetry  

Cyclic Voltammetry is a widely used analytical technique to investigate electrochemical 

processes under various conditions. It is a useful way to identify the surface redox transition and 

to study the electrocatalytic properties of an analyte. The cyclic voltammogram of CuxCo3-xO4 

provides information about the redox potential of the electrode at various compositions. It also 

tells how the variations in the composition influence the electrocatalytic property of the film. 

4.4.1. Roughness factor (RF) 

Knowledge about the real surface area allows us to compare the experimental results on 

different materials, since this parameter is likely to differ from one sample to the next. Cyclic 

voltammetry has been used to determine the real surface area of CuxCo3-xO4 electrodes [36, 37]. 
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The cyclic voltammograms shown in Fig. 4.8 were recorded in 1M KOH at varying scan rates 

for a narrow potential range, i.e., -0.100 mV to 100 mV (SCE). The anodic and cathodic current 

densities for each electrode were found to have nearly equal magnitude at different scan rates. 

The current density in the middle of the narrow potential region (i.e., 0 mV) is plotted vs. scan 

rate and a linear plot was obtained, both anodic and cathodic slopes were measured and an 

average was calculated, which gives the double layer capacitance (Cdl) of the sample (Fig.4.9). 

The roughness factor (RF) was calculated as the ratio of Cdl of CuxCo3-xO4 oxide and that of a 

smooth surface (i.e., 60 µF cm
-2

). Mercury has very smooth surface where true surface area 

coincides with the geometric area of the electrode and has well-pronounced surface area 

compared to the other solid surfaces. Table 4.5 summarizes the roughness factor for each oxide.  
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Fig. 4.8: Cyclic voltammograms of the a) Co3O4, b) Cu0.25Co2.75O4, c) Cu0.5Co2.5O4, d) 

Cu0.75Co2.25O4, and e) CuCo2O4 electrodes in 1M KOH for scans recorded in a potential 

range of -0.100 mV to 100 mV (SCE) at various sweep rates. 
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Fig. 4.9:  Plot of the double layer charging current density vs. scan rate for the a) and b) 

Co3O4, c) and d) Cu0.25Co2.75O4, e) and f) Cu0.5Co2.5O4, g and h) Cu0.75Co2.25O4, and i) 

and j) CuCo2O4 electrodes prepared by thermal decomposition method. 
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Table 4.5: Roughness factor of CuxCo3-xO4 prepared by thermal decomposition method 

Composition 

Film loading 

(mg cm
-2

) 

Roughness factor (RF) 

 

Relative error (%) 

Co3O4 0.7 182 ± 30 17 

Cu0.25Co2.75O4 0.6 250 ± 41 16 

Cu0.5Co2.5O4 0.9 275 ± 47 16 

Cu0.75Co2.25O4 0.6 261 ± 45 16 

CuCo2O4 
0.5 293 ± 46 16 

 

From these measurements one can see that the introduction of copper into the cobalt spinel 

lattice increased the roughness of spinel oxide; Co3O4 having the lowest and CuCo2O4 possessing 

the highest roughness values. Marsan et al. have obtained a high roughness factor of 1400 with a 

catalyst loading of 3.3 mg cm
-2

 for CuCo2O4, prepared by thermal decomposition method [37]. 

Chartier et al. have observed an increased roughness factor with substitution of Nickel [44]. 

Again, this agrees with the work of J.P.Pandey et al., who observed a high roughness factor for 

MxCo3-xO4 (M = Ni, Cu) using the sol gel method [48].   

The error in the roughness factor was estimated using the following equation: 

DRf = Rf (DSlope / slope + DCdl smooth surface /Cdl smooth surface)    (4.1) 

Where the error in the slope ((DSlope) is determined by calculating the standard deviation of 

anodic and cathodic slopes. The double layer capacitance of smooth surface (DCdl smooth 

surface) is assumed to have a relative error of 5%. The absolute error of the samples prepared by 
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thermal decomposition method ranges from 30 ï 47 and no significant difference in their relative 

error is observed, which varies from 16 ï 17%.  

4.4.2. Oxygen evolution reaction at CuxCo3-xO4 electrodes  

Following the roughness characterization, the electrochemical characteristics of the films 

were studied. In order to study the oxygen evolution reaction at CuxCo3-xO4, cyclic voltammetry 

was carried out for the electrodes prepared by thermal decomposition method. Cyclic 

voltammograms were obtained for Co3O4, Cu0.25Co2.75O4, Cu0.5Co2.5O4, Cu0.75Co2.25O4 and 

CuCo2O4 between a potential range of -0.8 V - 1.0 V at a scan rate of 50 mV s
-1

, are shown in the 

Fig. 4.10. These cyclic voltammograms of Cu xCo3-xO4 electrodes possessed the characteristic 

current response as a function of the applied potential. Each voltammogram has an anodic peak 

and a corresponding cathodic peak at the positive potential regions. These peaks are observed 

approximately at the same potentials, regardless of the copper content in the film. The values of 

anodic potential (Ep
a
), cathodic potential (Ep

c
) and redox potential (Ep = (Ep

a
 + Ep

c
)/2) are 

summarised in the Table 6. These characteristic redox couples are assigned to Co (III)/Co (IV) 

surface transition according to the reaction [16, 19, 20]  

CoOOH + OH
-
     CoO2   +   H2O + e

-
           (4.2) 

Cu0.75Co2.25O4 has achieved the lowest redox potential compared to other compositions. Chi et al. 

reported similar features in their cyclic voltammograms (Ep = 0.38 V (SCE), for the materials 

prepared by the co-precipitation method [45]. R.N.Singh et al. obtained a redox potential of      

276 mV (SCE) for NiCo2O4 prepared by spray pyrolysis [44]. Pourbaix diagram also indicates 

the presence of the redox couple CoO2/ CoOOH, in this potential range at a pH of 13.8 [67]. 

http://www.google.ca/imgres?imgurl=http://upload.wikimedia.org/wikipedia/commons/thumb/9/96/Equilibrium.svg/50px-Equilibrium.svg.png&imgrefurl=http://en.wikipedia.org/wiki/Wikipedia_talk:Manual_of_Style/Accessibility/Archive_6&h=43&w=50&sz=1&tbnid=TbiobZp_T0gx4M:&tbnh=43&tbnw=50&prev=/search?q=symbol+for+equilibrium&tbm=isch&tbo=u&zoom=1&q=symbol+for+equilibrium&usg=___KfLrzr7O40JkjVJqiet_BIoxPQ=&docid=CWxMZYdmd060IM&hl=en&sa=X&ei=QQJ5UbvKJMKTrQGW9oCYCA&ved=0CEYQ9QEwBA&dur=1046
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In order to identify the exact nature of the species involved in this process, Marsan et al. 

carried out cyclic voltammetry on thin colloidal films of Co(OH)2  between a potential range of  

-0.10 V and 0.50 V versus SCE in 1M KOH. Two anodic peaks, A1 at 0.44 V and A2 at 0.11 V 

and corresponding cathodic peaks, C1 at 0.40 V and C2 at 0.10 V were obtained. Later peaks are 

associated with Co(III) /Co(II)  transition, were absent in this work. The peaks A1/ C1 with an 

equilibrium potential of 0.425V (SCE) were assigned to Co (III) /Co (IV) surface transition [68]. 

At the negative potential range, the cyclic voltammograms of copper-containing electrodes 

possessed an anodic peak, which is absent in Co3O4. This peak could be associated with the        

Cu
I
/ Cu

II 
transition process. Marsan et al. also obtained a similar anodic peak for CuCo2O4 

prepared by thermal decomposition method and this peak was assigned to Cu
I
/ Cu

II 
transition 

[66].  

Cu2O + H2O +2OH
-     
Ÿ

    
 2Cu(OH)2 + 2e

-
           (4.3) 

The cyclic voltammogram obtained from Cu(OH)2/Pt vs Hg/HgO, in the negative potential 

region also indicates a redox transition corresponding to Cu
11

/Cu
1
 [66].   

As CuxCo3-xO4 electrodes with x value ranging from 0 to 1 exhibit a cathodic peak at the 

negative potential region, the presence of this peak could be due to the oxygen reduction 

reaction. 
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Fig. 4.10: Cyclic voltammograms of a) Co3O4, b) Cu0.25Co2.75O4, c) Cu0.5Co2.5O4, d) 

Cu0.75Co2.25O4, and e) CuCo2O4 electrodes (prepared by thermal decomposition method) 

corrected for their real surface area using the roughness factor reported in section 4.4.1. 

Cyclic voltammograms were recorded in 1M KOH at a scan rate of 50 mV s
-1

.  

Table 4.6: The redox potential of Cu xCo3-xO4 prepared by thermal decomposition method  

Samples Ep
a
  [SCE(V)] Ep

c
   [SCE(V)]      

 (Ep
a
 + Ep

c
)/2 

[SCE(V)] 

Co3O4 0.457 ± 0.052 0.326 ± 0.004 0.392 ± 0.027 

Cu0.25Co2.75O4 0.521 ± 0.013 0.224 ± 0.006 0.372 ±  0.010 

Cu0.5Co2.5O4 0.466 ± 0.044 0.298 ± 0.075 0.382 ± 0.020 

Cu0.75Co2.25O4 0.439 ± 0.042 0.295 ± 0.009 0.367 ± 0.022 

CuCo2O4 0.496 ± 0.040 0.280 ± 0.024 0.388 ± 0.004 
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The standard reduction potential of the O2/H2O couple in alkaline medium is 0.401 V vs. 

NHE (0.159 V vs. SCE) [1]. This thermodynamic potential seldom achieves in practice and the 

oxygen evolution reaction is always accompanied by a high overpotential. The onset potential 

and overpotential of the CuxCo3-xO4 electrodes for oxygen evolution reaction is summarised in 

the Table 4.7. The Co3O4 possesses a higher overpotential for the oxygen evolution reaction 

(0.405V vs SCE). As the copper content increased in the cobalt spinel lattice, the overpotential 

decreased and Cu0.75Co2.25O4 achieved a lowest overpotential of 0.354V vs SCE.  This could be 

associated with the increased roughness factor of copper containing electrodes. As the surface 

area increases more active sites are available for oxygen evolution reaction and hence 

overpotential decreases. Thus the addition of copper improves the geometric properties of the 

sample. However, this potential is higher compared to the overpotential of OER on RuO2 

(0.25V). CuCo2O4 exhibits a higher overpotential even though it possesses the highest roughness 

factor, this might be due to the presence of resistive phase CuO in the spinel lattice of CuCo2O4.  

The error calculation for all electrochemical measurements was obtained by the standard 

deviation of two set of experimental values.  
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Table 4.7: The onset potential and overpotential of CuxCo3-xO4 electrodes for OER, prepared by 

thermal decomposition method 

Composition 

Onset 

potential[SCE(V)] 

Overpotential 

[SCE(V)] 

Co3O4 0.564 ± 0.041 0.405 ± 0.053 

Cu0.25Co2.75O4 0.539 ± 0.003 0.380 ± 0.004 

Cu0.5Co2.5O4 0.531 ± 0.003 0.372 ± 0.003 

Cu0.75Co2.25O4 0.513 ± 0.009 0.354 ± 0.009 

CuCo2O4 0.522 ± 0.001 0.363 ± 0.001 

 

In order to compare the true electrocatalytic activity of CuxCo3-xO4 electrodes for oxygen 

evolution reaction, the charging current density in the potential range of -0.8 V ï 1 V has been 

normalized to unit real surface area (Fig. 4.11).  As shown in figure, the slope of the oxygen 

evolution reaction decreases with increase of x value in CuxCo3-xO4. At a given potential, Co3O4 

has achieved a higher current density and this current density was found to decrease with the 

addition of copper. This indicates that cobalt sites are active for the oxygen evolution reaction. 

The copper substitution decreases the number of active cobalt sites in the spinel lattice and hence 

the current density decreases. R.N.Singh et al. observed a decrease in true catalytic activity for 

oxygen evolution reaction when the cobalt is replaced with Ni and Cu in Co3O4 [38].  

 




